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»Ceramic Tile Mastic (wail)
»Base Board/Cove Base
»Surfacing Matenai

-Walls of Dumb Waiter
-Morntar Patch SW Work Area
»Acoustical Ceiling Spray
»Grout

Bldg. 36

»Window Putty
»Extenor Stucco ;
»Grout

Bldg. 37

»Window Putty

»Wall Plaster/Drywail/Joint Compound
»Base Board/Cove Base :

»Duct Seam Tape .
»Telephone Trough Tape

Bldg. 57 .
»Grout

]

Bldg. 61

I
e

»Wall P!aster/DrywaiVJmmCompound
»Window Putty

1-5% Chrysotile
1-5% Chrysotle in mastic

Trace Actinolite
Trace Actinolite
ND
ND

1-5% Chrysotile
ND
ND

1-5% Chrysotile

1-5% Chrysotile in joint compound
1-5% in mastic

ND

ND

ND

1-5% Chrysotile in joint compound
1-5% Chrysotile

.02

~Waoven Door Gasket Unit 1T ND

»interior Wall Insulation Unis: 11 ND

»Wall Paper/Covering ND

»Exterior Stucco ) ND

»Exterior Siding Coating ND

Bldg. 67 .

*»Drywall/Joint Compound 1-5% in joint compound
(except Ist floor built-out aea estimated to be enclosed by Columns L-1, J-1 and L-13, J-13)
*Grout ND

»Black Floor Surfacing Material (Shop Floor) ND

»Floor Surfacing Materiai (P.nnt Booth 10) ND

*Paint Booth Curtain ND
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